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ABSTRACT

The purpose of this report is to identify factors to consider
in selecting a hot in-place recycling project for asphalt
pavements. This type of asphalt pavement recycling process

is becoming very popular.

This report discusses the different types of recycling

processes and several selected hot in-place recycling
processes that are becoming so popular today. The types of
asphalt pavement distress and their causes are discussed to
provide a working knowledge of possible applications for this
process. Discussions on project selection, design, and
construction considerations will also provide an awareness of
considerations relative to this type of asphalt pavement
rehabilitation. An understanding of these topics will be

helpful when selecting hot in-place recycling.

The information that this report is based upon was obtained
from various sources. A literature search included technical
reports, periodicals, and advertisements. Personal contact
was made in the form of interviews with a number of
representatives in the industry and on site inspection of
Cutler Repaving, Inc. and Remixer Contracting Co., Inc.

operations.
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We are a wasteful society! The phrases "non returnable" and
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' "disposable" are on many products in every market today.
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When something is no longer of need or value we simply throw
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it away. However, many products can and have been recycled or
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reused in an economical manner. These include such items as
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aluminum cans, newspapers, junk cars, and asphalt pavements.
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The United States (U.S.) has had tremendous industrial and
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\ economic growth during this century. This growth has created
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'shortages' of materials and energy. These shortages are a AN
T TR
. . ®
result of inadequate supply of resources, or the failure to REGRGTS
SN
. . e
develop new material sources as fast as required by our ﬁqp \
. SR
economy. Continued development of raw materials 1is not :ﬁﬂﬁ
]
always enough. In order to maintain our present standard of T
RN,
living, we must keep costs down. Recycling is one way of Vﬁ “

reducing the escalating cost impact of new materials. Xy
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In highway construction, contractors and governmental a
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agencies have been wasteful of materials and energy. Because

'

ll 'I

of an abundant and cheap supply of new materials, recycling
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was not deemed necessary. It is common to see stretches of
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abandoned highways running along a newer roadway. 01d

N
v

pavements quite often end up in landfills, in ditches to
control erosion, or along side of the roadways making big
piles of ugly rubble. The old pavement materials are still
valuable construction materials in which much money and

energy have been invested.
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"The highway system in this country represents a total
capital investment of about $275 billion....Over three
quarters of that investment [$275 billion], or about $210
billion, has been made since the “eginning of the interstate

program in 1965" (Noel, 1980).

In the past, most roadway construction was for new roadways
which required lots of new materials. Today, a large
percentage of the roadway construction is rehabilitation of
old roadways. According to Noel, as of 1980 the current
annual rate of expenditure for capital improvements was about
$14 billion of which 30 to 40 percent went for pavement

structure improvements.

Statistics show that our impressive network of highways,
county roads,and city streets are gradually deteriorating
despite the enormous amount of revenues pumped into roadway
rehabilitation. Over the last twenty years an unprecedented
amount of roadway construction took place. Many of these
pavements are now in need of repair as they approach the end
of their design life. Thus, the rate of deterioration will
continue to increase alarming. Deterioration of roadways is
one of the most critical and frustrating problems facing
highway administrators and city and county public works

officials.
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There are several approaches to solving these deterioration
problems: better roadway designs for the future, reducing
traffic on existing roads, allocating more funds for
rehabilitation, or reducing rehabilitation costs. We are not
Tikely to see any 'cure all' roadway design breakthroughs in
the near future. Even if we did, that would not help the
situation today. Decreasing the amount of roadway traffic to
slow down the rate of deterioration is not very practical.
Very few of us would be willing to throw away our automobiles
and airplane tickets in exchange for train tickets. The U.S.
Department of Transportation's Highway Statistics Summary to
1987 estimates that there will be over 1.8 trillion annual
vehicle miles of travel compared to 1.5 in 1980 and 1.1 in
1970. Increased funding for roadway rehabilitation to
adequately correct our deterioration woes is not likely
without higher taxes or cuts within other departments or
agencies. Consequently, trading-off higher taxes in lieu of
budget cuts in other areas fqr an adequate increase 1in
funding is not very appealing, in view of the consequences.
Rehabilitation costs have increased dramatically because of
inflation created by shortages and oil embargos. "The
Federal Highway Administration's construction cost index has
increased more rapidly than the consumer price index since
1967" (Lahue, 1980). Thus, lower rehabilitation costs do not
seem likely either. So where does that leave us? The answer
is that we must use our rehabilitation funds wisely and find

ways to stretch those funds.
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Pavement recycling is one rehabilitation method available
that can help us cut costs. Recycling is becoming more
popular every day. However, recycling is not a new idea.
"The first printed mention or recycling goes back ..., to a
1915 Warren Brothers' sales brochure for their new Portable
Asphalt Plant. The contracting firm claimed that the machine
heated and reworked existing sheet asphalt pavements with
excellent results and considerable savings in costs of the
resultant mix" (Public Works, May 1979). This was perhaps
the first drum mixer. During the 1920's and 1930's a common
type of rehabilitation called 'reconstruction' was very
similar to hot in-place recycling. Since then, recycling
across the country has been sporadic. However, there has
been a history of recycling experience in the Pittsburgh,
Pennsylvania, area dating back to 1953 when it "reclaimed old
pavements using aromatic asphalt conditioners.... Much of
this pavement still exists in good condition and remains 1in

active use" (Gaetano and 0'Mara, 1980). It was not until the

mid 1970's that recycling really began to be seriously

considered as a rehabilitation alternative across most of the

nation.

Recycling of asphalt pavements has proven to be a viable
rehabilitation alternative. More and more agencies and
public works departments are considering, allowing, and even

specifying recycling of one kind or another,
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II. MATERIAL AVAILABILITY
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The law of conservation of matter dictates that matter can

[ 4

neither be created nor destroyed; only the form can be
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altered. "Alterations through use reduces the availability At
O
of certain forms of matter and thereby creates 'shortages' of 1k§tﬁ
Uh® e )
matter in the form desired at a given time" (Marek and Jones, T
; S
1975). R
RS
oy
"'.\I.fj-l

There are two kinds of shortages, artificial and real. An ﬁrg,
A
AT
artificial shortage is where a material is in the wrong form RO
h- n‘ L% 1
» .. .l '

TN

. . , A

or wrong place at the time of need for it to be obtained ;u0?¢
I\ I\ .N «

economically. The other kind of shortage is that which is
real and is caused by depletion of the resources. The impact
of these shortages can be decreased by long range planning,
changing of goals, policies, attitudes, good land use,

recycling of old materials, and material substitutions.

In general, quality construction materials are in abundant
supply for the future in the U.S. Numerous sources state

that we have an infinite supply of aggregates, cement

materials, and 1ime. Estimates for the number of years of

ALY

remaining availability for asphalt and other road oils are

between 90 and 200 years. New technology and developments

will continue to make more materials available as these
artificial shortages produce demands for more materials and :?ﬁf

real shortages produce demands for replacement materials.
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However, in some areas there is a lack of good quality
construction materials, Material supply problems have
resulted from mining restrictions, environmental regulations,
increasing haul distances, and increasing land and
transportation costs. Rising energy costs have had a
significant impact on driving up the cost of obtaining
construction materials, As if this was not enough, labor
costs have continued to climb. Environmental regulations
have created problems in mining new materials and disposing
of old materials. Sources for construction materials near
the large urban areas (where most of these materials are
used) are running low or are presently inaccessible due to
higher land costs, developments, and zoning restrictions.
A1l of this only means that presently accessible supplies

will be more remote and more expensive.

The highway industry does have some advantages to all of

these problems. There is an estimated 15 billion tons of

recyclable pavement in the so called 'Asphalt Bank,' which is

rich in high grade asphalt and aggregates valued at over $50
billion. These old pavements have been overlaid, sealed,
etc. until they have accumulated between 1/2 to 24 inches or
more of good asphalt and aggregates, not to mention the
underlying base material and any portland cement concrete

slabs in place.
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The energy crisis was the 'spark' that started the recycling

movement in the highway construction business. Asphalt
pavement recycling is an alternative for roadway
rehabilitation that can cut the amount of new materials and
energy needed. This in turn will cut asphalt pavement
rehabilitation costs. Cutting cost is needed to maintain
the pace of roadway rehabilitation. New technology has
helped make recycling economical today by making it possible

to reuse existing materials to produce suitable pavements,
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d A. General PN

W
(‘.
%

@

Asphalt pavement recycling operations are categorized in

different ways. Some people and organizations list the
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categories as surface, cold, and hot recycling. Others use

the more popular categories of surface, in-place, and central
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plant recycling. This report will use the later.
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The following discussion will provide a familiarization of

the various recycling techniques within each category. A ‘*‘i

better understanding of these techniques will enable a more NN

informed selection for the purpose of rehabilitating roadway

distress.

B. Surface Recycling
1. General

Surface recycling is defined as the "reworking of the surface

of a pavement to a depth of less than about 1 in. by heater R
planer, heater scarifier,hot milling, cold planing, or cold ﬁtég)
milling devices. This operation is a continuous, single a§§§?
pass, multistage process that may involve use of new -5&51

materials, including aggregate, modifiers, or mixtures"

1981). Another definition is "one of several

(Monismith,

methods where the surface of an existing asphalt pavement is

planed, milled, or heated in place. In the latter case the i@iﬁ'
\.'-\-":'-.'-
pavement may be scarified, remixed, relaid, and rolled. ﬁ&§¢
Ny
NS

Additionally, asphalt, softening agents,minimal amounts of

new asphalt hot mix, aggregate, or combination of these may

and surface

desirable mixture

obtain

be added to
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characteristics. The finished product may be used as the
finished surface or may, in some instances, be overlayed with
an asphalt surface course" (Epps, 1980). These two
definitions are provided to show that some specify surface
recycling as rehabilitating the top 1 inch of pavement and

others do not.

The first definition above listed six techniques of surface
recycling. It may be more appropriate to categorize these

techniques as surface removal and surface reworking.

2. Surface Removal Processes
The surface removal processes are heater planer, hot milling,
cold planing, and cold milling. A1l of these processes are
generally used for the same reasons. Some of their uses are
to maintain pavement grade and slope, remove pavement from
bridge decks, maintain clearances in tunnels and under
highway structures like overpasses and sign bridges, remove
seal coats, and remove pavement irregularities like ruts,
shoving, flushing, and polished aggregates. They are often
used prior to asphalt pavement overlays to correct surface
irregularities, maintain roadway design, and improve bonding

between the existing pavement and overlay.

These processes are not true surface recycling processes,
rather they are simply surface removal process. They are

used to remove asphalt pavement surface material which can
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then be reused, or recycled, in an asphalt pavement project

B = )l

on the same roadway or another roadway. This reclaimed
material can be recycled in a central plant or used as is on
unimproved surfaces like gravel roads and storage lots. A
brief description of these processes follows:

a. Heater planers have been around since the 1930's. It
involves heating the pavement surface and planing the
material off. Figure 1 illustrates a single unit and
multiple unit processes.

b. Hot milling alone is rarely used in this country,
Although, the process is often used in hot in-place recycling
operations which will be discussed later.

c. Cold planing is usually performed in the summer to
take advantage of the heat in order to make it easier to
remove the material. The equipment used for this process is
usually a motor grader.

d. Cold milling is a recent technology which uses high
speed rotating teeth to remove the material. The process
requires only one machine, called a milling machine, which
is shown in Figure 2. This process is highly productive and
economical. Some milling machines are capable of milling
widths of up to 12 feet and depths of 6 inches in a single
pass. Several passes of 2 to 3 inches are usually performed,
for depths of 4 inches or more, to reduce machine wear.
Depth accuracies within 1/8 dinch can be achieved. The
reclaimed material ranges up to about 1 inch in size, so
further crushing of the material is generally not necessary.

This reclaimed material can be placed in windrows on the

10
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roadway or in dump trucks as the milling machine is traveling
the project roadway. Weather has little affect on the
operation. However, milling does tend to create an excessive
amount of fines for some uses. The constant pounding against
the road surface can create tremendous tooth wear. Since
milling machines have between 170 and 500 teeth, downtime for

replacement can be time consuming and expensive.

3. Surface Reworking Processes
Hea*ar scarification and hot in-place recycling processes are
two surface reworking processes. As discussed earlier, hot
in-place recycling is considered an in-place recycling

process and will be discussed under 'In-Place Recycling.'

Unlike the surface removal processes discussed previously,
heater scarification is a true recycling operation. This
process heats and scarifies the asphalt pavement surface.
New materials and/or a modifier are added to the loosened
surface material as required to correct surface distress
problems. The materials are then screeded by a laydown
machine and compacted. Compaction is accomplished by steel
drum and rubber tired rollers. Three illustrations of this

process are shown in Figure 3.
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This process is used to correct distresses in asphalt
pavement surfaces like cracks, distortions, disintegrations,
and skid hazards. It is also used prior to overlays to
correct pavement distresses and provide better bonding
between the existing pavement and the overlay. Roadways
recycled by heater scarification are often seal coated or
overlayed with new hot mix to seal the recycled pavement and
provide a more durable wearing surface. This process is
normally used on low to high volume roadways depending upon
the type of surface treatment applied. High volume roadways

would require hot mix overlays.

The effectiveness and efficiency of heater scarification is
highly affected by weather conditions. Wind and cool
temperatures can drastically reduce effectiveness of the
heaters. Rain will also cool the heated pavement surface and
penetrate the loosened material. This requires that heater
scarification operations shut down during rainy conditions.
Moisture in the pavement from previous rains will also
greatly affect the efficiency of the operation. These

conditions not only decrease the efficiency by requiring a

.greater heating effort, but also tend to slow, or stop, the

entire process resulting in lower productivity. High heat
loss conditions require immediate rolling of the surface to

obtain proper compaction,
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Some environmental disadvantages are air pollution and

scorching. Heater scarification operations can be tremendous

1
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polluters and scorch roadside vegetation. These negative
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side effects have resulted in equipment modifications, but
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the process is still restricted in some parts of the country. o
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Quality control 1is another problem. The depth of

, scarification 1is not always consistent. Maintaining proper

These problems

speed and temperature are frequent problems.

result in poor quality and efficiency.

C. Central Plant Recycling o~
1. General

Central plant recycling is defined as the "removal of the

pavement from the roadway after or prior to pulverization,

processing of material with or without the addition of a

modifier, followed by laydown and compaction to the designed

grade and depth" (Finn, 1980). The material is hauled to a
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central plant for processing. This can be a cold or hot

B
hY

" 'l
5.' LA

LA
l.'l

P

process. The asphalt pavement material is removed from the
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roadway by surface removal processes or dazers with rippers.
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popular technique. It is very effective for use in removing
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pavement material tc be hauled to a central plant.
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The use of dozers with rippers is the traditional approach.
This technique requires crushing of the pavement ruybble and
sizing at a crushing plant. This usually costs slightly more
than other surface removal techniques like milling, but it is
still popular with many contractors and some agencies.
Contractors use the dozer technique since they usually have
this type of equipment in their possession. The specialized
pavement milling processes are usually subcontracted. Some
agencies prefer the dozer technique since it generally

produces fewer fines than milling.

2. Hot Process
Hot mix recycling in a central plant has been a very popular
process since the mid 1970's. It is probably the single most
specified and used recycling process in use today. Many
agencies allow this process by specifying a maximum percent
of reclaimed material that can be mixed with the new hot mix
material for an asphalt pavement project. It is usually the

most expensive and intensive recycling process.

The asphalt pavement removed from the roadway is mixed with
new aggregates, new asphalt, and/or modifiers in a hot plant
operation. This process forms a hot mix resembling a new hot
mix in appearance and properties. The combined material is
hauled back to the roadway, placed by a laydown machine, and
compacted. Steel drum and rubber tired rollers compact the
pavement material in the same way as a conventionral asphalt

overlay.
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When interest in central plant hot mix recycling picked up in
the mid 1970's, most hot mix plants were standard batch
plants with pug mills, This technique screens aggregates by

size into bins which feed the sized aggregates into a dryer
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drum. The dryer drum dries and superheats the aggregates.
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The aggregates are then fed through screens into bins which
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weigh out the proper proportion of each size of aggregate
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into a pug mill, As the heated aggregates are mixed
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together, asphalt is introduced and mixed with the aggregates
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forming a homogenous batch of hot mix.
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Hot mix recycled pavement material can be produced by
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standard batch plants, with modifications, as shown in
Figure 4 (Epps, et al, 1980). The reclaimed material 1is
combined with the new aggregates at the end of the drum drier

or in the pug mill. Standard batch plants are mainly used

for conventional hot mix production, since the drum mixer

" N.‘N. N
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RESURIEN IR B PR

process is better designed to handle reclaimed asphalt

[

pavement materials.

Central plant hot mix recycling did not become very popular
until the drum mixer process was developed. The drum mixer
process is designed to prevent the burner flame that dries

the new aggregates from coming into direct contact with the

P4
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reclaimed asphalt pavement materials. The superheated
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aggregates are used to heat the reclaimed materials. This
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technique minimizes air pollution and destruction of the
reclaimed asphalt binder. The new aggregates are sized into
bins and fed into the drum mixer according to proper design
proportions. The drum mixer dries and superheats the new
aggregate. The heated aggregates are mixed with reclaimed
asphalt pavement material downstream within the drum mixer.
New asphalt and/or modifiers are added to the combined
material from the rear of the drum mixer. The material
leaving the drum drier is a homogenous asphalt mixture of new

and old materials.

The drum mixer process has higher production and energy
efficiency compared with the standard batch plant. Drum
mixer plants are also capable or producing conventional hot
mix. Many contractors are switching to these plants so that
they can produce conventional and recycled hot mix

efficiently and effectively.

There are several methods of drum mixing plant operations set
up for hot mix recycling. Some examples of these are the
Flame Diffuser Method, Drum Within A Drum Method, Dual Feed
Method, and Indirect Heating Method which are shown in

Figure 5 (Epps., et al, 1980). The most popular is the Dual
Feed Method.
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3. Cold Process

P
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Cold central plant recycling utilizes the same types of

T .",'
TR RN
[k
2y e %

[ A

central plant as used for producing conventional and recycled

r
,l "l

4 %

hot mix. The operation is very similar to the hot process,

.'{

but as the name implies there is not heat. The asphalt
pavement material removed from the roadway can be fed into a
drum mixer or a conventional batch plant as shown in Figure 6

(Epps, et al, 1980). The reclaimed material is mixed with

new aggregates, asphalt and/or modifiers in the plant. The

modifiers and new asphalts may or may not be heated depending
on the type of modifier and asphalt used. If heated, it
would only be for means of dispensing. The modifier and new
asphalt rejuvenate the old asphalt binder to make it more
workable and restore its properties to the equivalent of

asphalts used in new mixtures. The mixed material is then

“a et
o

T T P
PP R R

hauled back to the roadway, placed by a Taydown machine, and

. '.:\:v"- 5 &

'l

compacted. Compaction is performed with steel drum and

rubber tired rollers the same way a conventional hot mix

(AP

v

1’\

h 1

pavement would be.

Z

'&"ﬁ

'd

The cold central plant process is best suited for low volume
roadways. A finish course, usually a seal coat, is placed on
the recycled pavement surface for protection from weather and

to improve skid resistance.
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D. In-Place Recycling
1. General

pulverization to a depth greater than 1

reshaping and compaction" (Finn, 1980).

requires the addition of new aggregates,

and part of the base material.

. 2. Hot Process

surface recycling techniques. Many within

two reasons: (1) negative connotations

surface recycling from past failures, and

24

0‘0 W " 0051008, ‘( . it dly

The recycling work
is performed on the roadway and no central plant is involved,
except for supplying any new mix to be used on the project.

In-place recycling can be a cold or hot process.

used for recycling portions of or the entire depth of an

In the past,

that it is an in-place process even though it can perform

The definition of 1in-place recycling is "in-place

inch followed by

It usually

asphalt, asphalt

mix, and/or modifiers. The hot in-place process is generally

asphalt pavement up to a maximum of about 2 inches. The cold

process is usually used to recycle the entire pavement depth

most people

associated in-place recycling as a cold in-place process.

Hot in-place recycling is a relatively new field of recycling
1 operations. This process has been categorized as surface,
hot in-place, and surface in-place recycling. While there is
still some debate within the asphalt pavement recycling

industry as to the appropriate category to use, most agree

the industry feel

that it should not be categorized under surface recycling for

associated with

(2) it is capable

of recycling much more than just the top 1 inch of pavement.
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; The process involves heating the pavement surface with mobile

L X

.".
f

A

R

heaters to soften the pavement. The pavement is loosened by A

means of scarification and/or hot milling. New aggregate,

asphalt, hot mix, and/or modifiers is usually added to A

The new materials are then mixed

correct pavement distress.

in-place with the existing loosened surface material. The

combined materials are screeded and compacted. Steel drum

and rubber tired rollers are used for compaction. Most of

these processes are capable of mixing the new hot mix with

the existing surface material, or placing it as an overlay on

the surface of the screeded recycled material. The third ity

procedure (item C) of Figure 3 4is an illustration of this .

process. Figure 7 shows the Cutler and Wirtgen processes

respectively in operation.

~ 2
]
RN LY
) The equipment involved is usually one or two preheating units ;ﬁfﬁt
. R,
and the recycling unit. This recycling unit is not a iif;
o
standard specification type of machine. Each firm that ﬁga'x
N
designs and manufactures these machines has a slightly N
b '\.‘.-'F'\
\ L
. different philosophy concerning recycling of asphalt iﬁﬁv

| pavements. So, each firm produces their own unique machine.

Since the area of hot in-place recycling is relatively new, Y

.

v

A
I.'C K

most of these firms are using their experience and new

@

|
-
'

580

o a
[

(]

technologies to improve their process. Some firms have two,

A
3, &
[

.
\"5{5 " %

three, or more generations of their own equipment. The types

‘I
’
*y

A

N

Py / o e
e

7.

of preheaters vary also, but most are essentially the same.

.
LS

X J

Several of these processes are discussed in more detail in a

j’:;':’.‘}"-i’

g
'-;x

)

) later section titled "Evaluation Of Various Processes."
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a2, Cutler Repaver
b, Wirtgen Repaver/Remixer

Figure 7. Typical Hot In-Place Recycling Ovperations
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N There are many advantages in using these types of processes. whnte
4 S
-, "_J'\J" .
Their designs make it possible to correct almost any type of 3j¢
S

pavement distress. However, the roadway structure should be

&'{s‘ .
<@
[l

*I
. in good condition. Rehabilitation of a roadway distress ;};f
‘M r".\w“\ '
> caused by structural problems will result in recurring BER
et
»- distress. The operation of the equipment is versatile, yet 75\
~ Rt
highly automated. Operational capabilities such as f;ﬁ
L
N e
- adjustable widths, speeds, temperatures, and depths, and the ;4;;
" addition of different types and amounts of new materials make e
~ N
™ these machines very flexible to meet the project ﬁgﬁ}
” ]
- . }‘:::: 4
~ requirements. Gy
e oA
1 Y .. .
. '-:'..-
o Some disadvantages like weather conditions, environment, and Ny
: et
lack of standardized equipment can create problems. The same Cﬁ%;
L
; weather problems and, to a lesser degree, the same R
o environmental problems associated with heater scarification 'iﬁf
b
2 o
are also problems with hot in-place recycling. Non- e
! standardized equipment can make it difficult to specify a RS
-t [
A
.- particular technique without writing proprietary {:f;:
W e Y
- specifications. ASAN,
®
. - :-Jb"
P
)
3. Cold Process ;E::
: by
" The cold in-place recycling process usually involves A
i °
.. recycling the entire asphalt pavement. The existing base &Qﬁ
:'. -:,': ’,:‘
w material can also be recycled with the asphalt pavement. The 33§3
\,\":i 3
) pavement is broken up by ripping and is pulverized by a NN
’ [
pulverizer on the roadway. If the pavement is less than 6 {Qﬁ_
i A
ﬁ‘ inches, ripping is usually not necessary. This process is fﬁ@:
s " ,\:.
’ SN
[ ]




A 4 Y k. .al

illustrated in Figure 8. A milling machine may also be used
to remove the pavement material leaving it on the roadway in
a windrow. Steps 1 and 2 of the illustrations could be
replaced by a milling machine, if the milling technique is
used. The removed pavement material is windrowed and new
materials and a modifier, if required, are mixed in with the
old pavement material by a motor grader. The combined
materials are spread across the roadway and compacted.
Compaction is performed with steel drum and rubber tired

rollers.

The most frequent problems encountered by this process are
inefficient mixing, weather, and non-standardized equipment.
The nature of mixing on the roadway with a motor grader makes
it difficult to achieve a homogenous mix of all the
materials. This is especially true, if the motor grader

operator is inexperienced.

Weather can not be controlled, so it is an important item to
monitor. Cold and/or wet weather conditions cause mixing,
spreading, and compaction problems. Cold in-place recycling
operations should cease during foggy or rainy weather or when

the temperature drops below 50 degrees Fahrenheit (degrees).

The types of equipment used in cold in-place recycling are
not standardized. The Asphalt Recycling and Reclaiming
Association is working to develop specifications for a new

machine that would be a self-propelled pulverizer,
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F <OoXo) ER0M2\
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MATERIAL WITH AGGREGATE BASE BASE TO SPECIFIED
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a, Without Restabilizer
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SPREAD UPGRADED BASE 1O
SPECIFIED THICKNESS

COMPACT, SEAL AND CURE

b, With !ew Aggregate, Modifier, And Asphalt

Figure 8, Tyvpical Cold In-Place
Recycling Operations
(From Epvs, et al, 1980)
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Cold in-place recycling is usually used on low volume
roadways. The surface of the recycled pavement is usually
covered by a seal coat or new hot mix wearing surface. This
method produces an improved base material for a more durable
roadway. Since many of our roadways are not designed for the
type and amount of traffic they serve today, cold in-place
recycling is an effective and economical alternative for

roadway reconstruction,
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Iv. TYPES OF PAVEMENT DISTRESS ,:;‘_:__-'-'
A. General NRCN
ST
oy
The types of pavement distress most common to asphalt gkﬁn
[
pavements are listed and discussed herein to provide ::-\E'\-E
I’\‘ ; (]
information about what distress is and what causes it. Once iir

we understand this and the capabilities of the various
pavement rehabilitation methods, the proper method can be

chosen for each particular situation to obtain the best

results. Thus, it is essential to know the types and causes

of distress. '323
L ....o
i
Lo,

s

Pavement distress is evidence of some type of roadway (rf‘fz_
W e N
deterioration. If left untreated, the pavement will N
N

eventually disintegrate. Most types of distress grow worse }::::-_.'-::
A e
' e

with the passing of time and continued traffic flow upon a "'"."‘
AT
weakened pavement. It is more economical to repair a '.-:-___::::-

“»
’

p v

distressed roadway in its early stages of failure before more

A AN

damage is done resulting in greater repair cost.

The repair discussions herein are not intended to identify

the various methods of repair for each type of distress, nor,

»

LSAAS

do they suggest the best recycling method. The focus of this :E?_f‘,;.f-
NN

RO Ay A

report deals with hot in-place recycling, so the repair NG
SN

methods discussed will be restricted to this process. It is °
AT
not the intent of this section to suggest that hot in-place .‘_:jsj:
NN

e NN

recycling is the best method to deal with each type of OHASEY
:'.\.':fk

distress. Rather, each pavement must be evaluated on a case ®
"*\"K'

NS

by case basis for selecting the best method of repair for the LA
NN

e
LT
s
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@ type of deterioration present, be it conventional or 3;
h Y '.:-
recycling. The extent of distress will dictate the most gf
(8.4 1
! economical method. The 'Project Selection and Design z.
W \-J-
n'
. Considerations' section will discuss items to be considered &;?
B Dl !
A -~
e when choosing a method of rehabilitation. 3§’
>
]
- =
v 3
B. Cracking .
- 1. General N
P N
: Cracking, the most prevalent type of asphalt pavement ;
a distress, appears in many forms. Cracks are areas of ;ﬁ
movement within the pavement resulting from any number of xﬁf
N A
~ L
t causes as discussed hereafter under each category. o
.. o
- i
[ ;-" Y
2. Alligator Cracks &;
- !

Alligator, or fatigue, cracks "are interconnected cracks

s

forming aseries of small blocks resembling an alligator's

"- " m
a‘ae & ". "‘,
A

= skin or chicken-wire"” (MS-16, 1977) as shown in Figure 9. et
o
T The causes of alligator cracking are: structural deficiency, :ﬁ:
- g&
- excess air voids in the asphalt pavement, change in asphalt L:ﬁ
< v
RN
) properties, asphalt stripping from the aggregate, poor L
g aggregate gradation, poor drainage, and improper ;Ef
- construction. The most frequent cause of alligator cracking Eif
- * '-..‘-
is excessive deflection of the pavement surface because of e
2 unstable, Jlower pavement layers in the roadway structure. ?ii
. i
The unstable condition is usually a result of moisture R
infiltrating the roadway and saturating the base and/or ..
. .-';.l
o subgrade layers. This usually only affects a small area. ﬁi;{
b3 Nl
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However, it can occur over an entire section of pavement as a
result of improper drainage design. Repeated loads exceeding
the load capacity of the pavement will also cause alligator

cracking over large sections of pavement.

Repairing cracks resulting from a moisture saturated roadway
structure, requires that the moisture problem be corrected
first. Then if needed, hot in-place recycling can correct the
surface problems. If the cracks resulted from repeated loads
exceeding the pavement load capacity, hot in-place recycling
can be used to correct the cracks. Cracks resulting from
excess loads, will require the addition of new hot mix as an
overlay on top of the recycled surface, or mixed with the
reclaimed pavement material. The additional mix is used to
make a stronger and more durable pavement by increasing its

thickness, and to retard cracks from recurring.

3. Longitudinal Cracks
a.General

There are several types of longitudinal cracks: edge, edge
joint, and lane joint as discussed by the Asphalt Institute,
Manual Series No. 16. Longitudinal cracks are sometimes the
first indication of developing alligator cracks. In which
case the causes would be the same as with alligator cracks.
Other causes are: aggregate segregation, shrinkage, and

settlemenc or volume changes in the underlying courses.
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b. Edge Cracks
"These are longitudinal cracks a third of a meter (one foot)
or so from the edge of the pavement with or without
transverse cracks branching towards the shoulder" (MS-16,
1977) as shown in Figure 10. They can occur in mall or

large sections.

Edge cracks are a result of inadequate lTateral support from
the shoulder of the roadway, settlement, or yielding of
underlying material, The later two may be due to improper
drainage or frost heave. Heavy vegetation near the pavement
edge can extract moisture out of the surrounding soil causing
shrinkage which results in inadequate lateral support for the

roadway.

The structural problems must be corrected first. Hot in-
place recycling should be used to correct the cracking and
restore the pavement surface, only after the structural

problems have been corrected.

c. Edge Joint Cracks
"An edge joint crack is really a seam. It is the separation

of the joint between the pavement and the shoulder" (M-16,
1977).

Causes of edge joint cracks are mix shrinkage, ponding water,
shoulder settlement, and straddling. Vehicles straddliing a

shoulder joint, either stationary or moving, tend to
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encourage such failures due to inadequate compaction on the

shoulder or lack of lateral support for the shoulder. A

higher shoulder, raised joint filler, depressions, or grass

Wy
s

ridges in a shoulder joint tend to hold water allowing it to

L&
’

l7

5

y 4
PR
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PRI LE?

seep into the joint before it can evaporated off of the

d

roadway.
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In order to correct this type of distress, the drainage and
structural problems must be corrected first, Then, hot in-
place recycling can correct the surface problems. However,
hot in--place recycling may not be the best solution for a

sinc'e edge crack.

d. Lane Joint Cracks

-
hY

The Asphalt Institute defines lane joint cracks as

"longitudinal separations along the seam between two paving

R A ]
M .

tanes" (MS-16, 1977) as shown in Figure 11, These are

AR
N R
2

usually caused as a result of a weak seam in an adjcining

LS ‘I‘f‘f

pavement course or by 'cold joint' construction. Cold joint

s

Ll NS
I’.
RRA

P

7

is a weak bond that occurs when a fresh hot mix course is
placed adjacent to a hot mix course that has cooled. Such
cracks allow moisture to migrate through and under a pavement
surface. Hot in-place recycling would probably not be very
efficient to use due to the small area, but could correct the

surface problem,
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Eg 4. Reflection Cracks ;%;
) "These are cracks in asphalt overlays which reflect the crack é;‘
!! pattern in the pavement structure underneath .... The pattern ér’
-, may be longitudinal, transverse, diagonal, or block" (MS-16, ?h‘
.E 1977). Figure 12 shows an example of reflection cracks. k:,
g These are usually a reflection of cracks or joints in ";f-f
- underlying asphalt pavements, portland cement concrete %E
E: pavements, or cement-treated bases. Horizontal and vertical §§E
o movements at the cracks cor joints in the underlying structure ;i{
N cause cracks to migrate up through the asphalt pavement gsj
E: overlay at the same location. This movement can be caused by %E‘
earth movements, moisture or temperature changes, traffic, or !i

gi more likely a combination of these. E%E
A

h. Reflective cracking is hard to stop. Fixing the problem, !-\
;: which is usually deep within the pavement structure, usually gs‘
" requires ripping the pavement up to rework the cracked base iig‘
R or repair the underlying pavement cracks and joints. &?~
. Hot in-place recycling can restore the pavement surface, but ﬁ;
%E the cracks will eventually reappear. ;3
..

. oo
5. Shrinkage Cracks g;

Al

‘? Shrinkage cracks as defined by the Asphalt Institute "are %;
. interconnected cracks forming a series of large blocks, &&
[ "_-"

usually with sharp corners or angles" (MS-16, 1977) as in

. oSN
o Figure 13. Sea
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These are caused by volume changes in the asphalt pavement ;;

C

i

mix, base, or subgrades. Fine aggregate asphalt mixes with 3}j

large percentage of low penetration asphalt cement are gc
>

. . -J' w
especially prone to these volume changes. Low traffic :g
I‘.&

volumes tend to increase this type of cracking in such ES-
pavements. f.!':i
J'\I

s

Hot in-place recycling can restore this type of pavement v
®

cracking resulting from volume changes in the asphalt bty
pavement. One theory suggest that recycling a pavement that 3&
N

has experienced shrinkage cracks would eliminate or reduce Eﬁ
[ ]

the number of such cracks in the recycled mix, as the asphalt e

(‘\n'

has already equalized. This has neither been proven a fact, :,
nor totally disproved. Bases and subgrades that continue to ‘&y
®

experience volume changes are not good candidates for hot }fﬁ
e

in-place recycling as such cracks will recur through the ﬁx;

2

recycled pavement. o~
o

\::-. !

N

C. Distortions ]

1. General N

oS

"Pavement distortion is any change of the pavement surface ®

e

from its original shape,”" (MS-16, 1977) such as ruts, Ny

LA

ENC

corrugations, shoving, depressions, and upheavals, ﬁ:
'.\!
Distortions are the result of a number of problems including: L4

A

poor compaction of a pavement or underlying courses, swelling fo

f’;’

of underlying courses, too much asphalt, too many fines in N
LN

the pavement course, or settlement of the roadway. !\,
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2. Ruts ;-_i_:'ig-
AN
Ruts are sometimes called channels, They are "channelized %ﬁﬁh
[ Sl Sl
! depressions which may develop in the wheel tracks of an ,xﬁ,.
f'-__'s'_“-'
LS )
’ asphalt pavement'" (MS-16, 1977) as shown in Figure 14. Ruts e
NS
are caused by consolidation or lateral movement of a pavement :J%ﬁ-
or underlying courses brought on by traffic. If proper \A::
S
compaction is not obtained during construction of an asphalt -{:ﬁj
AT
AT
pavement, then traffic loads are likely to consolidate the ::g}
@
pavement mix along the wheel paths. Plastic instability e
DO,
within a pavement mix may also produce the same effect under ;fﬁ::
Ayt “'t )
traffic. In colder climates where studded tires are used, ﬁﬁj\
®
pavements with soft aggregates can be worn or raveled REAC
forming ruts. &gﬁ;‘
P
PNy
[ J
Repairing ruts by hot in-place recycling is very common. POt
_wﬁxj-\.:
hAAY
E However, two inch deep ruts will not be corrected by ?}{;.
s "
A
recycling the top inch of pavement, Hot in-place recycling NI
®
can include an admixture designed to help stabilize an RSt
..'- ":-" g
unstable mix, Mixing the old pavement with a mix containing Z?ﬁi;'

a lower asphalt content, 'dry mix,' can correct a plastic

movement situation.

: 3. Corrugations and Shoving
The Asphalt Institute lumps these conditions together as they

are very similar in occurence and methods of rehabilitation.

Corrugations, often called 'washboarding' or 'rippling', are
g

3
b
3

2
-
h s
[
AP,

defined as "a form of plastic movement typified by ripples

across the asphalt pavement surface .... Shoving is a form of

R ARLA
\

. ‘s %
Pl b Wt
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plastic movement resulting in localized bulging of the

pavement surface..." (MS-16, 1977). See Figures 15 and 16 as
examples of these respective conditions. Both conditions
will be referred to as shoving hereafter. Shoving typically
occurs on hills, curves, near bumps, and near intersections.
These are areas where traffic sbeed and/or direction is
changed in a relatively short distance. Pavements on curves
and hills are subjected to more than just the predominate
perpendicular forces as traffic passes over these areas. The
asphalt pavement material is being pushed down hill on hilly
sections and laterally to the outside on curved sections.
Shoving also occurs where road bumps cause traffic to bounce

up and down along the following section of pavement.

Shoving is caused by poor mix design, changes in the
properties of a pavements' asphalt binder, structural
problems with underlying courses, or asphalt binder stripping
from the aggregate. A poor mix design usually results in an
unstable mix causing shoving. Mixture instability results
from too much or too soft of an asphalt, the ratio of fine
aggregates to course aggregates is too high, or aggregate
texture is too smooth or too round. Another leading cause is
asphalt binder 'stripping' from the aggregate. Stripping is
defined as "a displacement of asphalt film from the aggregate
surface in the presence of water" (Haas, et al, 1983). Other
causes are improper gradation for interaction of the

aggregate within a mix or the wrong asphalt binder.
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FPigure 15, Corrugations
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2 Hot in-place recycling is feasible only if the problem is in P34
A N
H the surface course. The depth of treatment should be equal Pt
LGN

g or nearly equal to the thickness of the surface course that
)
is unstable. If the surface course is 3 inches thick, and a 4:,

o RN
.ﬁ hot in-place recycling operation only rehabilitates the top 1 Sk'
12
] inch, then the majority of the surface course has not been _.\
v .:;‘.:_L
- rehabilitated and is still unstable. The shoving will 3}:
e
Fa eventually return in such cases. NN
b s T

®
&q 4. Depressions .’\.
. AR
Depressions are defined as "localized low areas of limited saled
S )
f size which may or may not be accompanied by cracking, ... Ef}
. They dip several centimeters (an inch) or more below grade ?i;
v :.:"'t
A and water will collect on them" (MS-16, 1977). An example is -ﬁb’
N
i shown in Figure 17, These depressions are often called '.’\'
N

'birdbaths.' Depressions not only cause pavement ::ﬁg
r v
ﬁ: deterioration, but also cause safety hazards for motorists }Ef:
e iy
R

e )

when they are filled with water or ice.

B ®
-‘ . \
e ‘:.:::b .
-.'.ﬂ-' N
. '_:n’_:t
G Causes of depressions include settlement of pavement layers, v
e e

traffic exceeding design capacity of pavement, or poor
construction or repairs. Pavements sometimes settle due to

settlement in the surrounding area, causing depressions in

¢ the roadway. Under designed roadways will develop ';

. depressions as a sign of weakness. Improper construction on

o
.

a section of roadway during initial construction, subsequent e

) repairs, or utility crossings often result in depressions,

) 44 ®
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These problems can be corrected by hot in-place recycling.
Although, corrections may be required within the roadway

before the surface course can be repaired.

5. Upheaval
"Upheaval is the localized upward displacement of a pavement
due to swelling of the subgrade or some portion of the
pavement structure" (MS-16, 1977), as shown in Figure 18.
Such distortion is usually a result of ice expanding or

moisture swelling in lower courses of the roadway structure.

This type of distress is probably not suited for hot in-place
recycling. Upheaval requires repairs within the pavement

structure not just the asphalt surface course.

C. Disintegration
1. General

The Asphalt Institute defines disintegration as '"the breazking
up of pavement into small loose fragments." Examples are pot
holes and raveling. Other types of distress discussed above
may also be referred to as disintegration, but this report

will follow the Asphalt Institutes classification.

2. Pot Holes
The "bow'-shaped holes of various sizes in the pavement

resulting from localized disintegration” (MS-16, 1977) are

called 'pot holes,' see Figure 19. Pot holes are the most
infamous type of pavement distress among the general public.
46
N A I I A I N N N R N N N I e N N R B RN R,

ERO I

YRR T I |

LI IR A
.'.ﬁﬂﬁﬁﬁ'
L

'y

.....

[ SENE N
S,

.....

A ')1. .'.)'.'1‘::. ..::.-. LN
PP PN s
‘1:!,:; . ah 'g. '-

! 3

P
L]

":x'- 3

b9
Py

e

N
ATl

» 'y

w,

LA S
%t A
‘l'i .I-l

NN
2

o
2z,

oy P

w N,
® Iy
P

S "':/

“
L}

.........



Pot holes usually begin as cracks in the pavement as a result
of weakness in the pavement. These weaknesses result from
too little asphalt, too thin an asphalt pavement surface, too
many or too few fines, or poor drainage. Movement between
these blocks of pavement results in 'pumping' of the
underlying base material. The base material becomes
saturated and is pumped out causing pavement to fail due to
lack of support. Pot holes are advancements of other
distress problems mentioned earlier such as alligator cracks.
Pot holes should be patched immediately, due to traffic
hazards and potential for greater pavement problems if left

open.

Hot in-place recycling can be used in this situation by
mixing in new materials to correct the existing surface mix
problems. However, extensive pot holes or pot holes
penetrating the base material would not be suitable. The pot
holes must be repaired prior to a hot in-place recycling

operation.

3. Raveling
Raveling is the "progressive separatiocn of aggregate
particles in a pavement from the surface downward or from the
edges inward" (MS-16, 1977). Figure 20 is an example of
raveling, Raveling 1is simply erosion of the pavement

surface, Initially fine aggregates come off, then larger and

47

” G L IPICESTEY. SRR A AN RAE S R N N L A ASR oA R A S S S SR ST Bt ST S JPC SR S R Car T "
','\-h t\‘,'- S NN N T T SN RSO R R L A N A S O

4

‘-
\i

A
o
F
v

X
-
l~'...
e

77
4 & N

1
ey
PELL

. -
A

PR
W
RGN
L v
L 2 N S

Py

P ot I
i3
LGN

Y
'. 5‘ -‘ ‘l‘
l' * " A,
1
’gn'\- "\‘
E LN : a

'y Yy
* A

i
AR
l' v

l
v
»
Fots
| 5%

-
-

.
".
«_r .

N o«
e

'
AR
| B A
AP ard
Sy,
S

& %

'I'l
)
o
e
i
e

. "‘ Y
RN
s ‘:'_J"J?_J..

e e -
. [ ]
R
.
v

«
NN T
oo, .
L l.
-'-l. .‘ .,

’
g
o oee
?

N

. 1
DO
@
B
5% 'JA‘I_;I-'_.A

L]

.i.“\ - :
e B3
XA
,
LN NN

I
A



LA
A

ANAY
?

AT AR, .

s Rt e )

o

SO N =

'8
U

s
>

e, a'm

~

.-A-!.r
EAAART
A u(;uvs-
PRSI,

]

Xy
<l

)
'y
[S

&y 2
2
AALA

SRR

¢.?,
.v\r.r.-\. [ ]

l’ t’ '.

Pot Holes

Figure 19,

Yy

i3 hd A
, s._-r--‘u 2, o--\-r- --‘-\--..-4 --\- b
uohbwhn NS
2 e AN LA

|

AL

4

gure 20, Raveling

Fi

48

W

A
.

TRATACIIAT

*!*\

»
L)

\*ﬁ"".‘¢“hl

ALY

AN

AL f" NSO Aty

. AN
b AR

S L0 Ll LD

T YN T S

1y
%8,

b



L C Stk ) CRM ] L& R LN AR N LSl Sl g AS N EA L Al S A W T TN W -V o

\"'h"
P
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' o
7
gf_; larger aggregates are dislodged. This creates rough :::
. o
' depressions allowing moisture and traffic to disintegration u-,"f.r
e
@
! of the pavement. Al
e
STy
e, \:}b..
i . S
Causes of raveling are poor compaction of the asphalt surface :.1-::
oo\
- course when constructed, constructing the pavement in wet or .
L .'J"
- Re N
cold weather, too 1little asphalt in mix, dirty or Y
e
disintegrating aggregate in mix, overheated asphalt mix :'.’-\
« during construction, asphalt binder stripping from the :
N oL
o
= aggregate, or a high voids ratio. ".:;,
s
"’ 'L:
i | o | | 'S
Hot in-place recycling is well suited to correct this type of o
\_. problem. It can restore the existing asphalt pavement mix to :{::
B -.\.
t its original, or near original, mix design by adding new :'_'\:f
: materials. e
o
. l:::l\"
b Pt
D. Skid Hazards ::::
» 1. General '
: oy
. Skid hazards are those pavement characteristics that prevent $§f.:-
g
- adequate traction on a wet pavement. Bleeding and polished ::}}::
PAEN
aggregate are the two dominate examples. In order to improve -'.’
o G
by traction and eliminate skidding hazards, the pavement surface ;-:::f'.:
A
ny, must be restored such that water can flow around the surface :-;.'.:.
> s
) aggregate, allowing the tire to contact the exposed _;
Wik,
‘-( ":"’-
'C_’_ aggregates. ":_.-"
:'("f
- "‘;\J:




2. Flushing
Flushing, commonly called 'bleeding,' is defined as the
"upward movement of asphalt in an asphalt pavement resulting
in the formation of a film of asphalt on the surface" (MS-16,
1977), as shown in Figure 21. The cause of bleeding is too
much asphalt in the roadway. This condition is wusually
brought out in hot weather or heavy traffic. The hot weather
makes the asphalt softer, allowing it to move to the surface.
Heavy traffic can also force excess asphalt to the surface.
The sources of this extra asphalt can be an existing hot mix,
seal coat, or other road oils. Correction of a flushing
condition by hot in-place recycling is quite effective. A
dryer hot mix or new aggregate can be mixed in with the
reclaimed material to lower the combined asphalt content to

stabilize the mix.

2. Polished Aggregate
Polished aggregates "are aggregate particles in the surface
of a pavement that have been polished smooth" (MS-16, 1977),
see Figure 22. These can be naturally smooth river washed
gravels, or crushed aggregates which have been worn by
traffic. These aggregates become slippery when wet causing

skid hazards.

Hot in-place recycling can correct a polished aggregate
condition with the addition of new aggregate or hot mix. The
aggregate or hot mix can be mixed with the reclaimed material

in the recycling operation,
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' EVALUATION OF VARIOQOUS PROCESSES
A, General

This section contains a verbal description of several asphalt
pavement hot in-place recycling processes. This selection is
not intended to be a list of all the processes available that
are capable of performing this type of recycling. The
inclusion of these particular processes within this report

does not surmise them to be better than those which were not.

Comparison, in terms of economics and finished product, of

the different processes in this field of recycling is very

difficult due to the uniqueness of each project and each
process. Variables such as weather, location, roadway design
characteristics, roadway distress characteristics, and
roadway usage can have an effect on the finished product and
the operation of the process making it difficult to compare
two different processes working on separate projects. Each
equipment manufacturer of these different processes has a
different philosophy for recycling asphalt pavements. These
philosophical differences are reflected in each of their
processes. Thus. each process is different in design and

operation.
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B. Cutler Process
Cutler Repaving, Inc. (Cutler) has its main office and
manufacturing plant located in Lawrence, Kansas. However,
Cutler has exported their process across the U.S. and abroad.
Cutler designs, manufactures, and operates their own
equipment. The Cutler Repaving process "works over almost all
types of existing asphalt pavements: (1) bituminous hot mix,
(2) sheet asphalt, (3) seal coated surfaces, (4) slurry
sealed surfaces, (5) newly recycled and rejuvenated hot mix"

(Cutler advertisement brochure, 1983).

The principle piece of equipment in the Cutler process is
called a Repaver. Depending upon the project requirements, a
second smaller Repaver and/or a preheater unit may be added
to the process. One of Cutlers' operations was observed on a
project in Lone Star, Texas, with three types of equipment.
The first was a tractor pulled preheater. It heated the
pavement surface to about 250 degrees with propane fueled

direct flame heaters.

The second unit was a self propelled small Repaver. It
applied additional heat to the pavement surface and scarified
to a 3/4 inch depth. Modifiers can be metered into the
loosened material at this point. The loose surface material
is then screeded to hold the heat and provide a better
driving surface for the dump trucks supplying the new hot mix

to the third unit.
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The third unit was a much larger self-propelled Repaver. The

new hot mix was dumped into a hopper on the front of the
Repaver. The new material can be conveyed to a rear screed.
The unit at Lone Star had been specially equipped with
milling drums which milled to a depth of 1-1/4 inches. These
drums were capable of milling up to two inches of preheated
pavement. This was done to remove the previously scarified
material in order to combine it with the new material and
expose deeper sections of pavement for heating. After
another pass of heaters, scarifiers would scarify another 1/2
~ 3/4 inches. At this point modifiers can also be dispersed
by meter. Mixing augers mix the scarified material and
modifier. The blended new and previously milled materials
are then spread across the roadway and screeded. The
combined recycled and new mix pavement can be between 1-1/2
to 3-1/2 inches in thickness. Compaction is performed by

conventional means with steel drum and rubber tired rollers.

Extractions from a Cutler advertisement brochure from Cutler
Repaving, Inc. are provided in Appendix A for further
information and description of this process. Figure 7 shows

this process in operation.
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C. Wirtgen Process
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Wirtgen GmbH (Wirtgen) of Windhagen, West Germany, is a major
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manufacturer and operator of asphalt pavement recycling
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systems. In 1984 Wirtgen had 35 machines around the world.
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According to Walter Gruber, Wirtgen factory representative,

that number has increased to about 55 machines today.

Dl g i ¢

Wirtgen designed and built their first machine about 12 years
ago. The Wirtgen process was first introduced in this
country in 1984 by Remixer Contracting Co., Inc. (Remixer) of
Austin, Texas, which is a subsidiary of Wirtgen. Remixer is
the sole operator and sales agent for this Wirtgen process in

the U.S. Remixer operates 3 of these machines across the
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"Restoration is accomplished by heating the surface, milling
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to a predetermined depth, adding new material to achieve the
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desired specification, and then relaying the material using
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conventional laydown methods”" (Wirtgen advertisement
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brochure). This involves two units, the first is a preheater
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and the second is the Repaver/Remixer. The preheater has
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sections of heaters pinned together forward, mid section, and
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aft of the tractor. The Repaver/Remixer unit can
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immediately follow the preheater or they can be separated by
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a dump truck supplying the new materials. This truck is
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usually only between the two while it is dumping new material
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into the hopper on the front of the Repaver/Remixer unit,
When the hopper is filled the truck is pulled out from

between and travels in front of the preheater unit until the
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hopper needs refilling. This 1is repeated until the truck is
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empty at which time it is replaced by another truck. The
hopper on the Repaver/Remixer can hold about 6 tons of hot
mix. The Repaver/Remixer receives the new material, supplies
additional heating to the pavement, mills up the old
pavement, mixes the new and old materials, and relays the
combined material. A lead milling drum mills the heated
pavement to a depth of 3/4 inch, The milled material is
augered to the center of the Repaver/Remixer allowing deeper

sections of the pavement to be heated. Additional milling

drums then mill to the specified depth. The milled material

AN
is again augered to the center and mixed in a traveling pug E:ﬁﬁ
:,}}:J__f
mill, It is at this point where the new material and -:-f;'_:’
AT
NN
modifiers can be added as prescribed by the design. The Pd{
N,
thoroughly mixed material is placed in a windrow, augered }ifﬁ
\'__M*\_’
across the front of the screed, and layed. The mix is then Qifﬁ
AT
NN,
compacted by steel drum and rubber tired rollers. °
ANEAA
A
:tﬁtixr
This Repaver/Remixer is also capable of placing a recycled :'0?3

material mix and a new hot mix overlay in a single pass.
Instead of mixing the new material with the reclaimed
material in the pug mill, the new hot mix is conveyed above
the roadway surface to a secondary screed on the rear of the
machine., The new hot mix is placed on top of the screeded

recycled pavement and compacted.

56

»
.......

e s e s At mmp * m mm o = e : T By
AR AR N 'rw"'.',\" v \ '(\-." "\"-". NS O S L g R R A S R A,



According to Remixer's Vice President, Kenneth J.Balchunas,
the process is promoted for rehabilitating pavement surfaces
to a depth of between 1-1/2 and 1-3/4 inches. However, it is
capable of 2 inch depths. The preheater unit heats the top
1-1/2 inches of a pavement to about 180 degrees. The
Repaver/Remixer raises that temperature to between 220 and
230 degrees. The operating travel speed is usually between 8
and 12 feet per minute on the average. A maximum of 20 feet
per minute has been achieved under special circumstances.
The operating width can be adjusted on the move between 10
and 14 feet. The equipment is easily transported by truck

and requires about 1 to 2 days setup. The cost of the

Repaver/Remixer is about $1 million. The average project

cost is about $2 per square yard for a 1-1/2 inch operating

depth.

Appendix B has an extraction from a Wirtgen GmbH
advertisement brochure for additional information and
schematic drawings on the Wirtgen process. Figure 7 shows

this process in operation near Lufkin, Texas.
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C. Yates Process
The Yates Corporation (Yates), located out of West Columbia,
South Carolina, also designs and manufactures asphalt
pavement recycling equipment. Yates contracts with
contractors across the country to operate their process. The
Yates Asphalt Pavement Recycler (YAR) is for sale only to
contractors abroad for about $935,000. VYates currently has 2
YAR's in operation with orders for several more over the next

few years according to Yates Vice President, Robert Rutland.

The YAR process completely removes the old pavement material
off of the roadway in multiple layers. "Working multiple
layers requires substantially less heat input than for an
equal depth attempted in one operation" (Yates advertisement
brochure, 1987). This saves energy and minimizes degradation
of the recycled asphalt binder material. The YAR process can

include addition of new hot mix and modifiers.

The YAR has a sequence of three stages. The first stage
heats and removes the pavement surface. Temperatures of the
reclaimed material ranges between 224 and 256 degrees.
Removal is performed by milling-mixing augers which place the
material in a windrow to be picked up by an elevator and
elevated to the mixer unit. The second stage is much the
same, except the pavement surface will have been removed.
This allows the second bank of heaters to heat the exposed
new surface. The idea is that less energy is required to

heat thinner layers of the pavement instead of the entire
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Eﬁ project depth at one time. The third stage is a little :'C:~
different. The exposed layer of pavement is heated by a :_E“

r third bank of heaters, then scarified, mixed, and left in '%
'~ place.
NG

[ ]

f:f The YAR has two elevated horizontal mixing units which extend \,
- almost the full length of the YAR. The new material, if any,
is dumped into a hopper located on the front of the YAR. It f.':'.-”-‘.
'%3 is then elevated up into the first mixer unit. The surface ::.
] material removed by the first stage is also elevated up to ::.Q:'E‘
E’ the first mixer. Amodifier is added to the materials as they '{:i"
t': enter the mixer. A computerized controller regulates the ;E%::
v correct proportions of modifier according to the volume of :E:.r "
production. These materials are mixed together and fed into N:;‘:-
g the second mixer. The material reclaimed during the second \\'.::
b:: stage is also fed into the second mixer. A1l these materials J-
( are mixed as they travel the length of the second mixer \.'\
- forming a homogeneous mixture. The combined materials are ,E’::
t\ then dumped into the hopper of a conventional paver, :E‘éi;
5 traveling behind the YAR, which lays and screeds the material o
E, in place. Conventional steel drum and rubber tired rollers _.\\
. are then used for compaction. '\::
) .
ﬁ\ Additional information and schematic drawings of this process E-:
f" have been extracted from a Yates Corporation advertisement E._:é{
g brochure and provided in Appendix C. '“"-’.'1,.

»
» ‘o
- 4 2
'y "x % 5 \’

]
Sy

oS
S
‘.
v
g
o
.\J'
!
.

2
-{.

-




el A N e e e VT A a S g RN LN Y, T Pl e e S At it Jinft e’ e e St At AR ARSMNE AR LA /N AR

et
::::.:: .3
. BT
°
N
N D. Taijsei Process AN
. ‘.‘\-‘.l:
o iAON
Taisei Rotec, Inc (TAISEI) of Woodinville, Washington, qﬁ};
WAMAY
o markets what they call a Heat Reforming Process. "The
. machines for Heat Reforming Process consist of ... the
)
i\ h
& heating system which can heat the existing asphalt pavement
" up to 2 inches in depth to a specified temperature without Fﬁ%x
. f\.r",a:'
degrading the existing asphalt, and the reconditioning system ﬂfﬁn
~ e
» T P
. which can improve existing old pavement materials ;inj
) deteriorated by cracking, rutting, or wearing" (Taisei ?sa_
Y oty
J .
o advertisement brochure). Cﬁﬁf
"V
) R
. v
The Taisei process uses two preheater units and the Taisei
5 Reformer. The Reformer is designed and manufactured by the
. Taisei Road Construction Company of Japan, The preheaters
are built in the U.S., but designed by Taisei of Japan,
- Taisei does not sell this process or the machines to
contractors at this time, rather they operate their own
5 construction subsidiaries such as Taisei Rotec, Inc. Taisei
, opened its' first operation in the U.S. in 1986. An
extraction from a Taisei Rotec, Inc. advertisement brochure
- is provided in Appendix D for further information.
f The Taisei process can be either a remixing or a repaving
. process. The remixing process uses infared heaters and
) scarification to loosen the existing pavement. Then, a ?
modifier, if any is used, is mixed with the loosened material NN
®
by a single hot milling mixer., New aggregate or hot mix is ESE;
:h"\f \1'
, supplied to the Repaver by trucks which dump the new §§Qﬁ
. W "
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materials into a hopper located on the front of the Repaver.
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New aggregate or hot mix is then added and mixed with the

i
>

e

hJ
;‘,ﬂr‘:{ ‘.{
Ao )

old material by a double-axle second mixer. The resultant
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process uses the same equipment, but the secondary mixer is
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new hot mix is then overlayed on top of the recycled mix.
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- Compaction is then performed by steel drum and rubber tired

rollers.
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The Taisei advertisement states that the process working
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speed ranges up to 32 feet per minute with 13 feet per minute
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about average. The working width is adjustable between 10
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- and 14 feet. Temperatures range from 455 degrees at the
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surface to 165 degrees at a 2 inch depth scarification.
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According to David R. Lovely, marketing representative for

v

Taisei Rotec, Inc., this process has a working unit cost of
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- about $2.50 per square yard for a two inch depth N
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rehabilitation. The process 1is designed for one to two inch
. depths of operation. Equipment cost is not listed since it

is not available for sale at this time. The equipment is

easily transported by truck and can be setup within one day.
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V1. PROJECT SELECTION AND DESIGN CONSIDERATIONS
A. General

Producing a quality recycled asphalt mixture requires more
care than a quality conventional asphalt mix. The materials
to be reused have probably failed in the existing roadway.
Thus, consideration must be given to the type and cause of
distress, restoration of the salvaged material, history of
maintenance and rehabilitation on the roadway to be recycled,
environment, traffic, and cost. Considerations must be given
to these areas during the sampling, design, and construction

phases of a pavement rehabilitation project.

B. Investigation Process
1. General

"Project selection is the first step to asphalt pavement
recycling” (Finn, 1980). Several factors, such as contractor
availability, economics, energy, engineering design, and
pavement condition, should be considered when selecting a
pavement rehabilitation method. Finn goes on to say
"virtually all asphalt construction can be eligible for the
use of recycled materials 1including new construction,
reconstruction, resurfacing, restoration and rehabilitation."
However, the right application for a specific condition must
be chosen, or failure is sure to follow. This is perhaps the
biggest inhibition for recycling asphalt pavements, not
knowing which application to use for which type of distress,
"It is essential that the cause of the distress that Ted to

the need for recycling be identified and corrected .... It is

most important to identify whether these failures are
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associated with the characteristics of the mixture to be
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recycled or with the pavement structure, either locally or in £
general." (Kennedy and Roberts, 1982). A1l too often the 3&?;
wrong application is used and failure results. The success v.n¢

of a hot in-place recycling operation depends on the "ta
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selection process. <
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2. Site Survey
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The job site must be surveyed the same as for any
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other construction project. This survey should identify and
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record the current condition of the roadway. It should
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include a written and visual description of the roadway
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condition.
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The roadway description should identify the type of pavement

distress that appears to be occurring. The extent of this

distress should be noted, for example: which lane, between
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what stations, measurements, etc. In general, a iﬁp;<
IR

deteriorating pavement will exhibit the same distress NN
:"\":‘)..

throughout a common section of pavement. However, it is not e
A
uncommon for only a particular section such as intersections, NN
-\--._¢ )
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outside lanes, curves, and hills to show distress. For }sz
B SR

example, a four lane highway may only show distress in the .o
L

outside lanes due to the larger volume of traffic. In this e
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case, the inside lTanes may require a lesser degree of NS
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rehabilitation or none at all., Measurements and locations of . 3
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distress will be important to the design engineer. NN
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Visual aids are always important. They serve as information
tools and records. Visual aids include photographs, slides,
movies, and video cassettes. In today's world of high
technology, video cameras are becoming very popular for
entertainment and information purposes. Most construction
equipment manufacturing and process companies use videos to
promote their product and/or service. Construction
contractors and consulting engineers are beginning to use
them also. Thus, videos may one day be used to record the
condition of an entire roadway in a short time without dozens

of photographs to keep track of.

3. Traffic Observation
Traffic observation is often neglected, but is essential for
distress analysis and future planning. Knowing the amount
and type of vehicular traffic on a roadway will help
engineers to determine if the roadway distress is a result of
traffic. The existing roadway structure may not have been
designed, maintained, and rehabilitated over the years to
support heavy truck loads or high traffic volumes. This is
very common today in areas experiencing rapid urban growth,
Also, knowing this information about the present traffic will

enable engineers to estimate future traffic demands. This

will help the engineer select the proper roadway

rehabilitation method and design to support the predicted
future traffic. When faced with higher future traffic

requirements, it may be necessary to increase the pavement
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depth in order to increase the strength of the roadway
system, In this situation, a hot in-place recycling
operation would require the addition of new hot mix. The hot
mix could be mixed with the reclaimed material to form the
surface course, or it could be placed as an overlay on top

of the recycled pavement surface.

4. Road Sampling
Taking samples from the roadway is important on any roadway
construction operation. Sampling is even more important in
hot in-place recycling as it reuses the existing materials.
Samples are taken from the existing roadway to obtain
materials for the laboratory for testing and analysis.
Sample locations should be carefully selected to provide a
representative of the roadway. Areas of patching, utility
crossing and pot holes, will not be the same mix design as

the remainder of the roadway and should be avoided.

The number of samples and amount of material chosen may vary,
depending on how representative the samples are and how many
and what kind of laboratory tests will be conducted. In
general "the engineer should choose at least six sampling
sites for each subsection and secure a minimum of 200 1b. of
material for each subsequent laboratory analysis" (Kennedy

and Roberts, 1982).
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5. Records
Files and record drawings of roadways should be consulted
when designing any rehabilitation project. This information
should be verified by full depth roadway core samples for hot
in~place recycling operations. Records and drawings should
be up to date showing the design as originally constructed,
and all major maintenance and rehabilitation performed on the

roadway since it was first constructed.

Good records should also show what problems a roadway has
experienced over the years in order to warrant the
maintenance and rehabilitation it has received. Such
information should be able to pin point problem areas that
hot in-place recycling can not correct. A low lying section
with a long history of maintenance and rehabilitation would
be indicative of water infiltrating the base material. Hot
in-place recycling can correct pavement surface
irregularities such as alligator cracking, but will not cure

the water infiltration problem that may be causing the

cracks.

Roadway records should include any information that describes
the roadway design, maintenance, rehabilitation, operation,

etc, Items like visual aids, traffic counts, drawings,

M N N e S e L A e R R e T o R o W 3~ W p = T R e T T T OO

annual inspection reports, etc. would be appropriate for a

roadways record file.
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6. Field Testing
Field tests to be conducted for a hot in-place recycling
operation would be the same used for any conventional
rehabilitation project. These tests would be non-destructive
tests. The results will enable the design engineer to
determine the cause of distress. This information will be
used to select the mix design to be used. Field tests should
be conducted for structural evaluation, roughness evaluation,

and safety evaluation.

C. Mix Design
1. General

The mix design for a recycled asphalt pavement is much more
complicated than for a conventional asphalt pavement. The
conventional pavement involves development of just one final
design. The recycled pavement mix design must consider the
existing pavement mix, any new hot mix to be added, and the
combined mix. Hot in-place recycling can be used to perform
the following:
a. Recycle existing pavement.
b. Recycle existing pavement material and blend
with new hot mix.
¢. Recycle existing pavement and overlay with
new hot mix.
In all three cases the existing pavement mix must be
evaluated and tested, to determine how it can be reused in
the final pavement design. In most cases, a new hot mix is

used in the final design as a conventional overlay, or

blended with the existing material to form one design mix.
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Generally speaking, the mix design procedure and criteria for EE:
a recycling operation are the same as a conventional asphalt g&;
pavement mix design. However, "there was and continues to be %?!
some gquestion as to whether design criteria originally SEE
developed for conventional paving mixtures are applicable for g%;
recycled mixes" (Whitcomb, et al, 1981). Whitcomb, et al, é;:J
evaluated a simplified recycled asphalt mix design which was Sgs
developed by Witco Chemical Laboratories especially for E§§'
recycled mixes (Golden Bear Method) and compared it to the P;ﬁj
traditional Marshall and Hveem methods. The conclusion of E?Et
their evaluation is "that the numerical values obtained by ?&é
the Golden Bear Method are roughly the average of the values jz:‘
obtained by the Hveem and Marshall is supportive for the ]Egn
claim that the calculation and nomographs proposed by Golden gie'
Bear are good guidelines for the design of recycling jﬂf
operations" (Whitcomb, et al, 1981). gég'
NG

2. Laboratory Testing e
Proper design of an asphalt pavement project always includes %&é
testing the materials within the laboratory. Recycled Egz
asphalt pavements are no different than conventional asphalt ;g;-
pavements in this respect. The design of a recycled asphalt ?EZ,
pavement reuses the existing materials which have failed, and ﬁ;g.
usually dincorporates new materials such as modifiers, oA
aggregates, and hot mix, "It is essential to evaluate the Jﬁ.
properties of these [sampled] materials to determine the -335
aggregate and asphalt type [and quantity] that must be used .:;.
to modify them to meet specification requirements”" (Brown, Sﬁ;
NN
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A
E’: 1982). Thus, the sampled materials must be tested and :2:{
’,\_’\.
! evaluated prior to selecting and testing of the new materials f_;:
()
to be added. :t::::
z
-{' \::n._
The mix design begins with the sampled materials. The depth .
-
il of recycling will determine the portion of the sample to be
- tested. A project requiring only the top 2 inches to be hot
-~
s in-place recycled, does not require an entire 6 inch deep
@ core sample to be analyzed. The concern is limited only to
) g

the material to be recycled. The sampled materials are run

2

¢ M
?:' through an extraction process to separate the asphalt binder “‘2‘

e

o from the aggregate. This will then permit the various ::,‘:hf

“.-". .

7 material property tests to be performed. The selection of 7‘;‘-:‘:.
e

< N
' new materials will require laboratory testing to determine °
; i

their material properties. The results of these tests will .:’_:.::\

5 Rod

;_’. determine the type and quantity of modifier, asphalt, and A

e

F aggregate to be added to the reclaimed material. For ’.'

-~ ;'_\_,:.

r example, a highly viscous asphalt binder from a sample will {t::-:

.-\..'

> require the addition of a low viscous new asphalt and/or ,::_’.

. SN
modifier to soften the old binder, P

<~ Ao

o A,

r:::::.

"After the properties of the reclaimed materials and new ROy

RN
materials have been determined, the mix design should be K3

. S

;: performed. The mix design establishes the percentages of :::::.

r‘ ‘-.l\
N

each of the various materials to be used in the mixture to s

. el
) ensure that the combined aggregate properties, asphalt _‘0_

LGOI

o properties, and mixture properties are satisfactory" (Brown, ;}\?:

o) {-“‘-r\
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1982). The new mix design properties will be determined from

laboratory mixed test samples,. Asphalt and aggregate
property tests for the new mix design should be run on
asphalt and aggregates from the design mix sample.
Determining the type and percentage of new aggregate or hot
mix is the first step in a mix design. If new hot mix is
used, then the second step is to determine the new hot mix
design. The third step is to determine the type and

percentage of modifier to be used.

"Material and mixture properties used to evaluate and control
asphalt mixtures are tabulated below:

Aggregate - Specific gravity, absorption, L.A,
abrasion, soundness, percentage of
crushed faced, flat and elongated
particles.

Asphalt - Specific gravity, penetration,
ductility, viscosity, flash point,
thin-film oven test, solubility.

Mixture - Stability, density, voids total

mix, voids filled with asphalt,

flow, immersion compression."

(Brown, 1982)
Gradation was not listed for the aggregates, but it should
have been. In addition, Whitcomb, et al, concluded that the
"resilient modulus is probably a better guide for pavement
stability than the values obtained by the Hveem or Marshall
apparatus.” The tests above are the standard property tests
used by most agencies for conventional hot mix design. An
agency's test procedures for recycled mix design should be

the same as used in their conventional mix design.
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3. Modifiers
The aged asphalt binder existing in most asphalt pavements
being considered for hot in-place recycling may be unsuitable
in its present form for reuse. Materials called modifiers
can be mixed with reclaimed asphalt pavement materials to
modify the properties of the old binder in an attempt to
restore it as nearly as possible to its original state.
These modifiers are also referred to as aromatic oils,
extender oils, fluxing oils, recycling agents, rejuvenating

agents, and softening agents.

The definition of a modifier is "a material when added to
asphalt cement will alter the physical-chemical properties of
the resulting binder" (Epps, et al, 1980). The Pacific Coast
User-Producer Group uses the term 'recycling agent' which
they define as "a hydrocarbon product with physical
characteristics selected to restore aged asphalt to
requirements of current asphalt specifications" (Epps,et al,
1980). A modifier can be a soft asphalt, various types of
oils, or a specifically designed modifier product like the
Cyclogen family of modifiers produced by Witco Chemical
Corporation. The variety of modifiers available provide a

wide range of viscosities and other properties to select

from,
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According to Epps, et al, the purpose of a modifier in

recycling of asphalt pavements 1is to:

1. "Restore the recycled or 'old' asphalt
characteristics to a consistency level
appropriate for construction purposes
and for the end use of mixture.
2. Restore the recycled asphalt to its
optimal chemical characteristics for
durability.
3. Provide sufficient additional binder
to coat any new aggregate that is added
to the recycled mixing.
4, Provide sufficient additional binder to
satisfy mixture design requirements."
(Epps, et al, 1980)
A modifier is not a cure all for aged asphalt pavements, nor
is any one type the best one. "The effects of different
modifiers on a specific asphalt are different. Conversely,
the effects of a specific modifier on different asphalts are
different, therefore, a single relationship cannot be valid

for general use" (Jones, 1978).

It is the pavement design engineer's job to select the
modifier best suited to perform the tasks above such that
when mixed with the old asphalt binder, it will produce a
durable binder for the selected recycled mix design.

"Modifier properties of interest to the engineer are those
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that can be used for specification purposes to ensure that
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the modifier will perform the following functions:
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1. Be easy to disperse in recycled
mixture.
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)
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(AL
Pd

Alter viscosity of old recycled
asphalt cement to desired level.

4
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Pd
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Be compatible with the old recycled
asphalt to ensure that syneresis
(exudation of parafins from asphalts)
will not occur.

CRE I I R

Have the ability to redisperse the
asphaltenes in the old recycled
asphalt.

Improve the life expectancy of the
recycled asphalt mixture.

:"'f('f«l
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Be uniform in properties from batch
to batch.
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T
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Be resistant to smoking and flashing
if used in hot mix operations."
(Epps, et al., 1980)
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values above 45 are desirable. When adding new asphalt or
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modifier to an existing asphalt material, the design engineer
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with the asphalt in a pavement increases the amount of the
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bituminous binder in the pavement”" (Jones, 1978). If this is
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ignored the resulting mix will be too rich in asphalt.
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S 4, Aggregates _::_:
A oo
v New aggregates are added in recycling operations to perform InI)
A
! one or more of the following: )
2 =
N
:':: 1. "To satisfy gradation requirements; ::;::
vy "’-._":
2. To improve the skid resistance to meet :'.;.,-
c requirements for the new surface course; —2«,,.
Y A
3. To meet air-quality regulations associated ~
‘e with hot central plant recycling, typically e
;: 30 to 40 percent new aggregate [or more]: '.:’ﬁ
4, To meet total pavement thickness require- ol
N ments; TS
A o
5. To improve the properties of the mixture, )
‘». such as stability, durability, and flexi- iy
” bility:; and NaN
.'
N 6. To be able to add enough modifier to restore e
ng the salvaged asphalt to meet specification S
¥ requirements and still maintain required A
mixture properties. (Epps and Holmgreen, Ty
i 1980)
LIS
TN .:_\::'
N
o While the above items were listed by Epps and Holmgreen in "-:.:-
N Ry
: relation to central plant recycling, the same hold true for R
! hot in-place recycling. .~
o -:_.\_-
RS
. S
N NN
I Item 3 refers to the practice of heating new aggregate in a )
< central plant, then adding the reclaimed material to the ::;_
'-" .-'.-
e heated new aggregate in order to heat the reclaimed material. ;-_-'_:‘,
A
This keeps the reclaimed material asphalt binder from coming -..,:
®
into contact #ith the burner flames of a drum dryer. This T
o , DA
{< would result in burning the asphalt binder and producing
)
- 'blue smoke.' While hot in-place recycling processes do not ".-;:-_
involve central plants, they do not create a 1ot of smoke. NENEY.
._-'\-:
.r':: This is particularly true for high asphalt content pavements ::}\‘.’
v Vg
S
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and pavements with seal coats. New aggregate could be spread

: 7
LPCA

L
«

A
(]

on a pavement surface ahead of the heaters in order to hold
down air pollution. The heater flames would heat the new
aggregate on the surface without contacting the pavement

surface. This is probably not very practical or necessary

unless the pavement surface has a seal coat. Seal coats ﬁﬁ?
produce excessive smoke (air pollution) when heated during 11%;
hot in-place recycling operations. Sand would probably be ::;3
better in this application than gravel size aggregates. This g%?;
sractice has not been documented very well, but "could be Egﬁ
helpful on surface seal coats" {Rudd, 1987). ﬁ’:b
The addition of new aggregate during hot in-place place Vi)
recycling operations is not very popular in this country. ra

However, "the addition of new aggregate 1is widely accepted ;g;%
in other countries, particularly in the European countries" i&;i
(Gruber, 1987). Most recycling operations in the U.S. add ﬁ:i-

new hot mix to the reclaimed materials to accomplish items 1,
2, 4, 5, and 6 above. The new hot mix is specifically

designed as needed to accomplish those items. The gradation

and type of new aggregate selected for this new hot mix is

very important for attaining those results.
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D. Other Considerations
1. Contractor Availability

Most roadway construction contractors do not own the highly
specialized hot in-place recycling equipment. Many
manufacturers restrict the availability of this equipment
only to their subsidiaries or a selected few contractors.
The cost of the equipment is very expensive, which drives
some contractors away. They don't see a big enough market
for hot in-place recycling to warrant that kind of

investment.

This obstacle would probably be eliminated if more
contracting agencies would become interested in hot 1n-p1éce
recycling. Many agencies currently have specifications which
allow the use of a specified maximum percent of reclaimed mix
on new overlays and base reconstruction projects as an option
to the contractor. As a result central plant hot mix
recycling is being passively promoted. However, hot in-
place recycling usually has to be specifically specified. An
example of a specification, Special Specification, Item 3199,
Asphaltic Concrete Surface Rehabilitation, used by the Texas
State Department of Highway and Public Transportation on a
project outside Lufkin, Texas, in June 1987 is provided as

Appendix E.

76

. . . s . . e i . . h e ie e wm e -
PO T A AT AT ST AN AN '.J'-r”'.-".r"."" "‘J'J:'J'*-' ARSI AR LTI
o A " » N . L

[N
I
RPN
.
[
.

Mot
e, el

;.
A
»
A n’".'..-‘yll.f

L
o

b

H

l’,
of;
i

AP

ol
N

._N
5

3
A

[
[
n
=

"
e Jodh
e
¥y

Pileee
L85
A
2o

&
2 &

*.,
®

.
¢
»

o ". 5 \ .‘. K 7.. A

N
/s 7,

‘

.'
‘¢

e
‘olata

.
o,
s’ e .

%% N
gys

]

® )
N
$

vy d
f"ls)‘,

iﬂf##
a2, &
Y]



kY
Ny

."v{

YN NS
ORI
K

< ®
b Y

AR ‘;
"'.-".

P Many writers consider contractor availability as a factor of
‘

> %

-
hJ

’S

A
7

Y

consideration and rightly so. However, I think many agencies
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encouraged hot in-place recycling, the contractor community
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o,
)

would respond accordingly.

Hot in-place recycling contractors are available all across
this country. In most cases they are not the nearest local
contractor, but they are highly mobile. Most hot in-place
recycling contractors travel extensively in order to stay in
business, because of the small number of hot in-place

recycling projects put out for bids. Many contractors are

. A . . RO
expanding their operations as more and more projects are N
Pty

. . s
being advertised. o
A

: 2. Cost And Energy .

The lowest cost of the rehabilitation alternative meeting the .

requirement 1is usually the one selected by the design _\'_2}

.:.’\'.\

engineer. In the last 15 years, energy has played a major :-Z—;?.:'_:

o

LAY

role in the cost of a project. When the required amount of ::.ij?

. enerqgy can be reduced, the project cost is usually reduced o
3 :,\:"\':
also. Roadway construction and rehabilitation methods are ".-:-:}_:-

RN

Vo,

very energy intensive. Large amounts of energy are expended ;'a:".-';

AR

through mining materials, transporting materials to and from -rw..“'\.

- RS
process locations, transporting to project site, and putting :_.:%:.

l~’x

the material in place. Hot in-place recycling can have a big :3'-’}:‘.;
advantage in this area, especially if the project site is *.}2_;
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3. Governmental Regulations
Governmental regulations must always be considered.
Regulations on air pollution, land use, noise, and safety are
increased every day. These regulations can have a big impact

on cost and feasibility of a recycling operation.

Air pollution has been a problem withsome hot in-place
recycling operations. Improvements as a result of equipment
modification and new technology have helped. However, some
parts of the country will not permit some of these hot in-

place recycling operations.

F. Engineering Considerations
The impact, if any, and feasibility concerns could disqualify
a hot in-place recycling operation as a rehabilitation
alternative. Hot in-place recycling would have to be
compatible with the roadway design data gathered from the
site survey and records search. The existing roadway surface
may contain loop detectors, manhole covers, paved over
railroad tracks, high sulfur content in the asphalt binder,
seal coats, etc. This 1list is too numerous to try to
identify and discuss each possible problem or concern,
However, identification of these kind of concerns could be

critical to a hot in-place recycling project.
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VII. CONSTRUCTION CONSIDERATIONS o
NGt 0,
A. General Ny
SN
The quality of a recycled pavement can be affected to a large ';;~
@
degree by the construction methods and machinery used during :fxii
. r
P
construction of the project. A close Took at the way a ;ijg
RN
particular hot in-place recycling process heats, y%%-
scarifies/mills, modifies, mixes, and relays the existing &;%;i
BAEAEN
pavement can identify areas of concern that should be watched LT
L':‘-‘.--f
very closely during construction. These differences in the "“f*
various processes and the general characteristics of this 2£:T
WOy
type of recycling may also need to be considered in the Eﬁgy‘
D »‘ﬁg‘"’
design phase of a project. "One of the major concerns of Q“:ﬁ
e )
engineers with regards to the use of recycled materials is ?Qﬁﬁ-
R
iy
construction control. Because of the high variability of Hff?
L% ).‘i
salvage materials or handling techniques, uniformity may be kﬁ:
somewhat more of a problem in recycling than it would be for ¢Ei¥:
:‘:\"":':
conventional materials" (Lee, et al, 1983). RO
Ty
% A ey
®
B. Heating NN
(“_c\.h
There are two predominant methods of heating a pavement in _&%&
Ny g
hot in-place recycling: direct flame and indirect heating. DA
The direct flame method used to be the only method. The N,
A
indirect heating method is the most popular method used by ﬁ -
r
contractors and equipment designers today. There is some ;_

debate within the recycling community concerning which is the

best method of heating.
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; The quality control and method of heating the asphalt

b
LY

>
7
o

pavement is very important. The heat changes the engineering Oy

" d
properties of the old asphalt binder, making it more e
workable., The application of too much heat or too little “

s W%
heat can permanently change the properties of the existing f-"»"‘-"‘

. i.
g
‘)

pavement materials. Too much heat can destroy the asphalt

-
LY

5
b

(NS
4
A{f

binder, especially if it is heated above its flash point.
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Too little heat can cause fracturing of the aggregate in the Eg‘_g:
existing pavement, and inability to obtain proper compaction. .-.1.
The efficiency is also affected by the temperature; as too 5\-%&
much is wasteful and too little slows down the process. t:: ”

:;1
r““

The purpose of heating the pavement is to make the existing ‘;:j'
e
pavement material workable. Heating the pavement allows the -f;:;:-;
]
scarification teeth or milling augers to break up the AT
:‘--’! i
o . . . . VAN
, pavement and mix it with new materials., It is believed that ANy
. S
a hot process results in a better product than a cold ﬁff::
. ®
process. The heat enables more efficient mixing which means f;f‘.fj;-’-
{ DY
s
better material bonding, coating, and compaction. :‘-,'.::-;:“
AN
Padie Y
®
C. Scarification/Milling f\j‘-&;’
Paal,
The methods of breaking the pavement surface up in hot in- ::Eg}:
NN
place recycling operations are scarification and milling. :"';- (
L)
Scarification has been around almost since the beginning of ‘::.;":l\
.-"J:‘.ﬂ"’
recycling work. Scarification of the pavement surface is f_\_‘,-;_f:
.‘,'-{\.,\
produced by teeth or tines which drag through the heated, RSN N
[
soft pavement at a set depth. This loosens the material for E::.,-"
‘V'\-'~- !
mixing, adding new material, and replacing. ?;s._.s ,:!
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The pavement milling method is refered to as a hot milling jfag,
e
process since it is preceded by heaters and it mills up the Sy
:{"': S
hot pavement. This milling usually performs two operations: ~$§?§-
Ry
removing the heated pavement and augering the material. Hot f?hﬂ_
o
milling is becoming very popular with contractors and BRI
RN AN
SRS AP
equipment designers. Another area of debate within the ;5¢§{
AT
recycling community is whether scarification or milling is TN,
better for this application. it
!
AR
D. Modifiers N
)
The type of modifier, if any, used can affect the recycling ﬁ%g":
operation and the end product. As discussed earlier there N,
QY .45...
are numerous kinds of modifiers. The type and amount of gh.
modifier should be evaluated during the recycling operation k;éﬁe
N
to insure it is doing what it was intended to do. Changes fﬁt{_
S
may be needed due to changing road conditions or wrong i
i i ] ; RN
selection at beginning of the project. :iFi"
ATy
o
Iﬁ}?ﬁ
Some modifiers are emulsified asphalts which are defined by “;“

the Asphalt Institute, manual series No. 5, as "an emulsion

of asphalt cement and water that contains a small amount of

an emulsifying agent, a heterogeneous system containing two

»
]
I

*
normally immiscible phases (asphalt and water) in which the NG

>

NP

aS
J‘,_
water forms the continuous phase of the emulsion, and minute ;?\

globules of asphalt form the discontinuous phase." Since an

<1

Iﬁf
7.2,
T
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emulsion is water based, more heat is required during the
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SRS
process to drive off the water. Emulsions tend to be
unstable at times, making it difficult to produce a uniform
mixture. If the water breaks prematurely in the tanks, this
will produce patches of lean and rich mixtures of recycled
pavement. This will also cause the modifier dispensing
system to clog up, which results in down time and an
undesirable product. The shelf Tife of the emulsion must
also be considered. This can cause inventory problems for
the contractor and is a must inspection item for the
inspeztor.
E As a result of these problems with emulsions, commercial
s
t modifiers and asphalt oils are becoming more popular.
Commercially developed modifiers are often individually
unique. Users should be familiar with these products and NS,
ot ‘:.I‘
follow the manufacturers' suggestions. Asphalt oils require Qﬁ:;
heating, but are otherwise uncomplicated. :hf&
®
.:‘._-.“’:
"\:_\':_A.
E. Mixing ‘}_::
RN
The purpose of mixing is to produce a homogeneous mixture. NN
L
: "The mixing of bituminous materials should accomplish two XS
y Lot
' things: the various-sized particles of aggregate and asphalt *;jb
' cement must be properly distributed and the particles R
®
properly coated” (Lee, et al, 1983). The method of mixing o
the existing and new materials to produce the recycied ijﬁﬁ
asphalt pavement is one of the major differences among the RS
L J
various types of hot in-place recycling equipment. Most mix i&ﬁﬁ:
R
N
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the materials on the roadway, of which there are numerous
methods, while other completely remove the existing material

off the roadway for mixing.

The effectiveness of the modifiers added in a process is

dependent upon its contact with the existing aged asphalt

A -
-"‘.'
b

)
s
vy

binder. The difficulty comes with adding such a small amount

\‘.'
2,

1

Fd

of modifier, usually about 0.1 - 0.3 gallons per square yard

[
e
e

of pavement., Mixing such a small amount of 1Tiquid in a field
operation can easily result in rich spots. Field mixing does
not always match central plant or laboratory efficiencies.
If the existing material is very dry, it may absorb the
liquid modifier very quickly, and not allow it to be

dispersed evenly throughout the material.
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Determining the adequacy of mixing during the operation is a

<, 5
S,

I\f\
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problem. "As a rule of thumb, the mixing efficiency is

-
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generally measured by the appearance of a bituminous mixture

i
wéﬁ

in terms of distribution and coating. However, the

o
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Y
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similarity of rejuvenating agents and the original asphalts

r
@ Fr.
- w

.S

themselves is such that detection of one combined with the

-t
()
R

other may be very difficult" (Lee, et al, 1983). Lee, et at,

et
Sy
. _9»

performed a study on mixing efficiency. The conclusion was
that the resilent modulus test, performed in a laboratory, is

the best measure of mixing efficiency as it varies according

P:‘;{ L rd l'r

to the asphalt binder properties.
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F. Relaying and Compacting

Relaying of recycled asphalt pavements with these hot in-

place recycling processes is generally no different than

conventional asphalt pavement overlays. The methods and

equipment for relaying are essentially the same as that of a
conventional hot mix paver machine. The Yates process
discussed earlier even uses a conventional paver in its

process.

The methods and equipment for compacting recycled pavements

r
R
are the same as with conventional hot mix pavements. Both 33}&
N
use a steel drum roller immediately following the laydown i &0\_
s,
operation. This is followed by a rubber tired roller. Since ey
iy
the temperature of recycled pavements tend to be lower than é%gk
NN AT
conventional overlays, the steel drum roller may need to vgw
AN
L
follow closer behind the laydown operation to obtain proper ﬁﬁi}
AN
density. This is where many recycling operations tend to ﬁf;f
S
miss the mark. 4&\
AT
SN
G. T i A
esting ﬁﬁri
During the construction phase, laboratory testing should be ﬁva
(‘\-a’x-l‘
Lo
performed on both the new hot mix and the recycled mix. The {Qﬁ?
N
testing for the new hot mix, if any is used, will be the same -ﬁ{}f
Pt
as for a conventional asphalt overlay project. The testing Q.f"
Wl )
for the recycled mix will be very similar, including the same N a,
00
property test and including a couple of others. The samples 'ﬁ\f.
from the recycled mix will have to be obtained in the field “;L\
. Y
AN
at a specific point in the process. These samples should be Efﬁv
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taken at the rear of the operation after all the mixing has

been performed to insure a good representative sample.

@

-~

Depending upon the configuration of the process, this could

é?ﬁ?

P

(e

\ be a problem if the Tocation on the equipment is not easily

accessible. Such samples could be taken after the material

; has been screeded. "A summary of the tests required in the fﬁﬁ}
B> :\ ’.:._7 a
field laboratory for conventional mixtures and recycled *2?“

o

XL RN

Ve
» 'l
oA

» mixtures is listed below:

Sot ,,.
Both Mixtures - Marshall compaction and test: )
stability, flow, density, voids ]

total mix, and voids filled with Ao

X asphalt; aggregate gradation;
asphalt extraction, temperature,
density: Tlaboratory and field
cores.

Recycled Asphalt Mixtures - Asphalt recovery;
asphalt penetration." (Brown,

1982) -
o
._'.\’.
- -.:_\:_‘\
iy Refering back to the discussion in the Mixing section, the }ﬁ;{
. ROINY
resilent modulus test is the best test for determining the "\";"\
. R
- efficiency of the mixing process for maximum modifier contact e

*x

"
g

with the old asphalt. Thus, the resilent modulus test could

v )
be added to the tests above for both mixes, v
7 .
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VIII. CONCLUSIONS

The transportation network in this country is being
challenged. This country has a big investment in our network
of highways, roads, and streets. As a result of age,
neglect, and increased traffic demand, this transportation
network is deteriorating faster than the roadways can be
rehabilitated. Over the years, the availability of new
materials have decreased, and the cost of available new
materials have drastically increased. Rehabilitation costs
have also skyrocketed. Recycling of asphalt pavements is one

rehabilitation technique that can ease availability and cost

problems,

The use of recycling as a rehabilitation alternative is not
new, but has become very popular over the last twelve years.
There are three types of recycling classifications:
surface, central plant, and in-place. Each has proven their
effectiveness when applied properly. Each roadway distress
situation must be matched with the proper type and method of

recycling, or the rehabilitation attempt will be a failure.

A relatively new type of recycling operation, hot in-place
recycling, is becoming very popular, and is proving itself as
an effective technique. It is capable recycling the top two
inches of an asphalt pavement on the roadway. The selected

processes described in this report are examples of the

variety of equipment process technique being used.
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There are a number of items that must be considered when

AN
L
[ S

.
"
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e
-

selecting hot in-place recycling for a project: hot in-place

Pl AL

.\

recycling process itself, roadway design, roadway distress,

ST
L)

.
e
A4S

e L
L L
!,

design process, and performing the work. Without proper

r' .
L
[
v

consideration, such projects are invitations for disaster.

P

Hot in-place recycling is not a cure all. However, it has
proven its effectiveness when properly matched with the
appropriate situation. This type of recycling will continue

to improve in popularity and capabilities.

IX. RECOMMENDATIONS

Recommendations for further study are:

2o

1. Evaluate how much destruction is sustained by the

e
T Ty
.\-'.’i'ﬁfE'

asphalt binder in an asphalt pavement from the heat and

L als
Ve

'I':’
y
o

.«

flames of a hot in-place recycling operation, and what effect

.
[
@

.8
.

that will have on the recycled mixture.

2. Determine the effects of hot in-place recycling of an
asphalt pavement more than once.

3. Development of an expert system for hot in-place
recycling.

4, Evaluate the experience of other countries regarding

hot in-place recycling, particularly Japan and the European

countries.
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SPECIAL SPECIFICATION
ITEM 3199
ASPHALTIC CONCRETE SURFACE REHABILITATION

Description. This item shall govern for asphaltic concrete sur-
face rehabilitation, a process that consists of softening the
existing asphaltic concrete surface with heat, scarifying to the
depth shown in the plans, and thoroughly remixing and leveling
scarified material. Blending of scarified material with addi-
tional aggregate or fresh hot mix asphaltic concrete will be
required.

All work under this i{item shall be in conformity with the typical
sections shown on the plans and to the lines and grades as
established by the Engineer.

Materials. Additional aggregate or fresh hot mix asphaltic
concrete will be furnished to the Contractor free of charge at a
location shown on the plans.

Eguigment.

a. Processing Equipment. The equipment for heating, scarifying,
remixing, and repaving shall be as approved by the Engineer.
The equipment shall consist of the following, either as a
complete unit or in approved segments:

(1) A heating mechanism capable of heating the asphaltic

concrete pavement surface to a temperature high enough to

allow scarification of the material without breaking
aggregate particles, without charring the pavement, and
without producing undesirable pollutants. The heating
mechanism shall be so equipped that heat application
shall be under an enclosed or shielded hood.

(2) Scarifier sections capable of uniformly loosening the
asphaltic pavement.

(3) A leveling unit capable of gathering the heated and

scarified material into a windrow or otherwise collecting

for remixing, and of distributing over the width being
processed and finishing so as to produce a uniform cross-~
section and surface.

(4) A system for adding and uniformly blending addi
tional aggregate or fresh hot mix asphaltic concrete.
The application rate for the additional material shall be
sychronized with the machine speed to provide uniform
application.
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b. Rollers. Pollers shall te in accordance with the Item “Hot
Mix Asphaltic Concreote Pavement”.

Construction Methods. The pavement surface to be rehabilitated
shall be cleaned of all dirt and other objectional material by
blading, brooming or other approved methods, prior to beginning
heater-scarification operations.

The pavement surface shall be evenly heated, scarified and remixed
to the widths and depths shown in the plans. Heating shall be
controlled to assure uniform heat penetration without causing dif-
ferential softening of the surfaces. Charring of the asphalt will
not be permitted. The scarified material shall be gathered by the
leveling device, uniformly mixed with the added material, and
relaid. The rate of application of added material shall be as
determined by the Engineer.

The heated and scarified material shall have a temperature in a
range between 200 F and 265 F as measured immediately behind the
scarifier. The Engineer will select the temperature within these
limitations, and the mixture shall not vary from this selected

temperature by more than 25 F and shall remain within the above
limits.

There shall be no burning of trees, shrubs, or other landscaping
adjacent to the pavement. It shall be the responsibility of the
Contractor to protect the adjacent landscape from heat damage.
This protection may consist of individual shielding and/or water
spray or other methods approved by the Engineer.

When a pass is made adjacent to a previously placed mat, the
longitudinal joint shall extend at least 2 inches horizontally
into the previously placed mat, unless otherwise directed by the
Engineer. Other methods approved by the Engineer may be used that
insure a tight joint between the mats.

Compaction will begin before the reclaimed or blended paving
material temperature drops below 190 F. All rolling shall be
completed before the mixture temperature drops below 175 F
unless determined by the Engineer that a higher temperature is
required for proper compaction.

When rolling with the three-wheel, tandem or vibratory rollers,
rolling shall start longitudinally at the sides and proceed toward
the center of the pavement, overlapping on successive trips by at
least half the width of the rear wheel unless otherwise directed
by the Engineer. Alternate trips of the roller shall be slightly
different in length. On super-elevared curves, rolling shall
begin at the low side and progress toward the high side unless
otherwise directed by the Engineer. When rolling with vibratory
steel-wheel rollers, the manufacturer's recommendation shall be
followed unless directed otherwise by the Engineer. Rolling with
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pneumatic-tire roller shall be done as directed by the Engineer.
Rolling shall be continued until no further compaction can be
obtained and all roller marks are elimi nated. One tandem roller,
one pneumatic-tire roller and at least one three-wheel roller, as
specified above shall be provided for each job unless otherwise
directed by the Engineer. 1If the Contractor elects, he may
substitute the three-axle tandem roller for the two-axle tandem
roller and/or the three-wheel roller. Additional rollers shall be
provided if needed. With approval of the Engineer, the Contractor
may substitute a vibratory roller meeting the requirements of this
specification and operated in the manner prescribed herein. The
motion of the roller shall be slow enough at all times to avoid
displacement of the mixture. If any displacement occurs, it shall
be corrected at once by the use of rakes. The roller shall not
be allowed to stand on pavement which has not been fully com-
pacted. To prevent adhesion of the surface mixture to the roller,
the wheels may be kept moistened with water, but an excess of
water will not be permitted. All rollers must be in good mechani-
cal condition. Necessary precautions shall be taken to prevent
the dropping of gascline, o0il, grease or other foreign matter on
the pavement, either when the rollers are in operation or when
standing.

In lieu of the rolling equipment specified, the Contractor may,
upon written permission from the Engineer, operate other com-
pacting equipment that will produce equivalent relative compaction
as the specified equipment. 1f the substituted compaction equip-
ment falls to produce the desired compaction as would be expected
of the specified equipment, as determined by the Engineer, its use
shall be discontinued.

The edges of the pavement along curbs, headers and similar struc-
tures, and all places not accessible to the roller, or in such
locations as will not allow thorough compaction with the rollers,
shall be thoroughly compacted with lightly-oiled tamps.

Measurement. Asphaltic Concrete Surface Rehabilitation will be
measured by the square yard of surface area of completed and
accepted work of the depth shown on the plans.

Payment. The work performed and material furnished as prescribed
by this item and measured as provided under "Measurement” will be
paid for at the unit price bid for "Asphaltic Concrete Surface
Rehabilitation™, of the depth shown, which price shall be full
compensation for cleaning existing pavement, all heating and
scarifying, blending additional material and relaying of scarified
materials; and for all manipulations, labor, tools, equipment and
incidentals necessary to complete the work.
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